1.Material: SWRM®6-10, 1.6+0.1;

2. Coating: copper plating on the bottom two layers, then a layer of
nickel, and finally coat a layer of bright chrome;

3. Tensile strength test : >=20KG;

4. The ring edge alignment shall be verified by vertical visual inspection.
Any noticeable misalignment is unacceptable;

5. Unspecified tolerance : £ 0.5



